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Application
Polimal TVE-2 WTP s tooling resin based on

vinyl-ester resin. It is used for production of glass-
polyester moulds and glass-polyester laminates for
which good strenght parameters and long life are
required.

It has high mechanical properties, high chemical
and thermal resistance and low water absorbtion.
Creates a durable laminates resistant to changes
and aging process.

It is accelerated, thixotropic resin, with colour
curing indicator system. Easily wets the glass mat,
properly applied does not create stains.

Resin advantages

- low polymerization shrinkage,

- high efficiency,

- easy work,

- good venting,

- excellent wettability,

- accelerated resin- contains accelerator and

catalyst,

- good curing characteristics,

- colour curing indicator,

- possibility of use standard MEKP,

- high resistance to ageing, UV light, water, solvents,
chemical media,

- high mechanical properties,

- elimination of toxic amine.

Storage conditions

Resin should be stored in closed original containers,
in dry, well ventilated and shaded storage rooms
adapted for storage of inflammable materials at a
temperature below 25°C.

Grupa Chemiczna Ciech

-2WTP

Ing resin.

Processing conditons

It is required to use the resin at temperature at least
16°C for processing. Good curing requires the
ambient temperature above 18°C and low air
humidity.

Preparation of resin for processing :

- mix the resin in container,

- take the quantity necessary for work,

- add to the resin and mix carefully in turn: medium
reactive MEKP in the quantity 1 + 2% . Gel time
control should be done by changing the quantity of
hardener. The advantage of the resin is the
possibility of using the standard hardener for
unsaturated polyester resins — you may use MEKP
hardeners e.g - Luperox® K-1G and other, or
specialist, dedicated for vinyl-ester resins e.g.
Luperox® K-12.

Luperox® is trade name reserved for ARKEMA products.

PRODUCER
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Data and suggestions hereby contained are based on our
own research and are believed to be reliable. However,
we cannot take any responsibility for direct and indirect
effects and loses resulted from usage of our products.
The user should check the quality, safety and product
characteristic before it is used.

Note:

The information does not substitute Material Safety Data
Sheet, or Technical Specification, which are superior
documents and available on request.
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Processing parameters of Polimal TVE-2 WTP.

Tested parameter unit Polimal TVE-2 WTP
Brookfield viscosity spindle 21/5 cP 1100 +1 700
Brookfield viscosity spindle 21/50 cP 500 + 600
Thixotropy index >2.1
Gel time, 25°C, with 2% Luperox K-1G min 15 +40
Gel time, 25°C, with 1,5% Luperox K-1G min 25 +50
Examplary resistance parameters of Polimal TVE-2 WT P.
parameters unit ST 1IE=2
WTP
flexural strenght MPa 135
elastic modulus at flexion MPa 3500
stress at break MPa 80
Elastic modulus at tension MPa 3500
un-notched impact resistance kJ/m? 20
HDT °c 100
Barcol B 40

Application of Polimal TVE-2 WTP — preparing the la  minate .
Composition of laminate.

Material Laminate | Laminate |
hardener 15% 15%
Glass mat ,150” 1 layer 1 layer
Glass mat ,450" 3 layers 7 layers
Content of laminate, resin : glass, % 68 :32 67 :33
Measurement of temperature of laminates during curing time.
Measurement Laminate | Laminate I
Ambient temperature 19 +20 °C
Temperature of laminate (max) 27°C 429°C
Time from adding MEKP to T max 2h:50’ 2h:15’
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curing process of laminate made of Polimal TVE-2 WTP
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